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ABSTRACT 

Conductivity in thin zinc oxide films is found to increase as , film thickness increases .  

nomena is given along with a physical explanation. 

of conductivity data and voluntary response due to  incremental  changes in 

p re s su re  a r e  briefly discussed. 

An empirical  relation expressing this phe- 
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INTRODUCTION 

Polycrystalline zinc oxide, a s  a pigment in thermal  control coat- 

I ings presently in use on space vehicles, has a significant role in the 

space effor t .  However, the optical and electr ical  propert ies  of zinc oxide 

a r e  subject to  change when environmental conditions a r e  that of low ambi- 

ent p re s su re  (vacuum) and solar  irradiation. 

effort to  better understand the mechanism of this undesirable phenomena, 

some recent experimental resul ts  concerning the effect of sample thickness 

upon sample conductivity are presented. Time rate  change of conductivity 

data and voluntary response a s  a function of p re s su re  data a r e  also briefly 

A s  a pa r t  of the continuing 

discussed. 

The experimental resul ts  a r e  interpreted in  the 

In this model, a tentative model as shown in Figure 1. 
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F igure  1 .  S o l i d  S t a t e  Energy Model o f  
P o l y c r y s t a l  1 i ne Zinc Oxi de 
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atomic oxygen localizes charge ca r r i e r s  (electrons) at the surface,  gen- 

erating an electrostatic field which causes a depletion layer  of depth 1 in 

the mater ia l  bulk. Charge c a r r i e r s  are  thermally excited f rom donor 

levels lying near  the conduction band; the degree to which these charge 

c a r r i e r s  a r e  generated and ar r ive  at the surface is  de te r red  by the up- 

ward bending of the conduction band [ Vd(X)]. 

Photoconduction occurs when incident photons c rea te  electron-hole 

pa i r s  at the valence level, exciting the electron to  the donor o r  conduction 

level. 

the electron bound to  the monatomic oxygen is  taken by the hole. The 

oxygen, thus neutralized, is now only physically bound and in vacuum 

desorbs f rom the surface.  The electron previously l iberated in  the 

electron-hole creat ion now becomes a charge c a r r i e r  as vd(x) i s  decreased 

by the oxygen liberation process .  

The hole is accelerated by the surface field to the surface where 

2 



EXPERIMENTAL RESULTS 

Some relevant data concerning the relationship of conductivity in  

zinc oxide films to  film thickness has been experimentally noted. 

conductivity measurements  were  made i n  vacuum 

zinc oxide film under low intensity 3650 angstrom irradiation. 

The 

to r r )  with the 

P r i o r  to discussion of conductivity-thickness data,, it is relevant 

to show that the maximum Shottky ba r r i e r  depth due to  the electrostatic 

field of bound surface charge is grea te r  than the thickness of the thick- 

e s t  experimental film (1 500 angstrom). 

SHOTTKY BARRIER DEPTH 

Using available information from published sources  as  well a s  

information f rom previous experimentation the greatest  possible depletion 

depth expected is  to be calculated. 

the la rges t  concentration 

ions, i s  

1 
Following the t reatment  of Mark , 

2 of electrically compensated adsorbed oxygen 

where 

K - dielectric constant 

eo - permitt ivity of f ree  space (8.85 X farad / cm) 

N+ - the concentration of ionized donors in the depletion layer  
( 9 . 0  X 1017 donors / cm3 ) 

3 

Vd - the b a r r i e r  diffusion potential 

e - the electronic charge ( 1 . 6  X coulomb) 

3 



3 

to 9.0 X lo1’ donors / c m 3 .  

Hahn indicates ionized donor concentrations ranging f rom 

1 . 6  X 10l6 The l a rge r  number i s  taken 

since it conforms closely to the maximum number of charge c a r r i e r s  

measured ( c a r r i e r s  / c m  ) in ear l ier  experimentation. The 

dielectric constant, K ,  i s  taken a s  1 2 .  

3 

5 

The maximum diffusion potential, hence the greatest  depletion 

depth, is then given from.Equation 1 by 

6 The maximum surface charge c a r r i e r  density found by Heiland 

/ cm . 1 3  2 upon reduction of zinc oxide with atomic hydrogen was urn= 10 

Equation 2 then gives a diffusion voltage of 8. 37 volts, a very high figure. 

7 
The greatest  Shottky ba r r i e r  depth is  then given by 

Using the calculated maximum value for Vd, the maximum bar r i e r  depth 

expected in  the zinc oxide is found from Equation 3 to be 3500A.  Since 

the f i lms to be discussed a r e  not thicker than 1500A, the ba r r i e r  depth 

is expected to influence the entire bulk of each crystallite. 

CONDUCTIVITY AS RELATED TO THICKNESS 

In Figure 2 i s  shown the vacuum photoresponse of four zinc oxide 

films in  t e r m s  of film conductivity. The films are 425, 730, 1000, and 

1500 angstroms thick. Although the slow response requires a long period 

4 
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of time (hours to  days) to come t o  an absolute equilibrium for  a given 

constant irradiation level, the conductivity a t  ten seconds after ini- 

tiation of irradiation i s  taken to be representative of the ultimate degree 

of film degradation. 

change of conductivity at t = 10 sec  must be considered. 

* 
To substantiate this assumption the time rate  

, The time rate change of conductivity ( T  R C2 ) i s  experimentally 
- 1  found to be ( 2 5 " C ,  At=10 s e c )  not greater  than 3.  5 X lo- '  Q-lcrn- 'sec 

Without consideration of the reduction of mean free path length of the 

f r e e  electrons by the physical dimensions of the crystall i te,  conductivity 

is given by 

. 
I 

u = n e p  

where 

n - charge c a r r i e r  density ( ~ r n - ~ )  

e - electronic charge (coulombs) 

p - the electron mobility (cm2 / V - sec) 

The T R C 2  ( 6 )  i s  then given by 

tr = h e p  t n e b  

(4) 

:$ 
This  assumption should not be considered a s  contrary t o  the results 

given in  Reference 4 for charge c a r r i e r  density a s  a function of t ime 
data. 
chromatic irradiation. 
full m e r c u r y  a r c  spectrum irradiation. 

The  data in this report  results from lower intensity, mono- 
The reference data resul ts  f rom high intensity, 

6 



4 2 F r o m  previous resul ts  

Equation 5 can be neglected. 

< - 4  c m  / V-sec'; hence the second term of 
I T R C2 is  then expressed as 

Employing the maximum T R C 2  a s  noted above, ten seconds after ini- 

tiation of irradiation h is not grea te r  than 2 . 2  X 10" c a r r i e r s  / sec.  

Since the charge c a r r i e r  density achieved i s  on the o rde r  of lo"  to 

lo ' *  c a r r i e r s  / cm3,  by the time the generation rate  has  decreased to 

the above value, the conductivity at that temporal point is very near  

its maximum. 

4 

Figure 3 shows the relation between measured film conductivity 

and film thickness,  the conductivity values being taken ten seconds after 

initiation of i r radiat ion in vacuum. 

in  Figure 3 ,  the functional relationship between conductivity ( u )  and 

thickness ( t )  in angstroms is 

F rom the empir ical  data represented 

u = 10 0 . 0 0 2 6  t (A)-6 .854  ( 7) 

This  exponential increase  of conductivity is  not evidently a result  of 

increasing mean f ree  path length of the charge-carrying electrons.  

conductivity-effective mean f ree  path length dependency in  thin films is 

l inear  as given by Leonard and Ramey ; 

The 

8 
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In  this expression c is a constant, 

the effective mean f ree  path length. 

n is  c a r r i e r  density and X,ff is 

In view of the working model ( Figure 1 ) the experimentally 

noted dependency of conductivity upon film thickness has  at least  one 

plausible explanation. The individual crystallite dimensions a r e  

approximately 100 A. 
to  some extent f rom the ambient oxygen a s  shown in Figvre 4. 

these crystallite interfaces charge c a r r i e r s  ( electrons ) a r e  thermally 

excited to the conduction band at room temperature.  

c a r r i e r s  a r e  not appreciably localized due to the paucity of available 

oxygen, even in  an oxygen atmosphere. 

6 

The interfaces of the individual grains a r e  sealed 

Along 

These charge 

Conduction in  a film such a s  is  shown in Figure 4 must be con- 

sidered in two parts:  the f i r s t  f e w  thousand angstroms f rom the exposed 

surface which i s  influenced by the electrostatic field of the surface 

charge and the remainder of the film which is  not influenced by this 

surface generated field. In that par t  of the film where vd (x )  is not 

zero,  interface c a r r i e r  density will be reduced by V,(x). 

evident by consideration of the form of the F e r m i  distribution function 

This i s  

Since the absolute value of V (x) decreases  monotonically for increasing 

x, the conductivity is stratified in infinitesimal layers  due to the t ransi-  

tion probability of charge c a r r i e r s  t o  the conduction band. Conductivity 

at any given depth in the film could be expressed as (assuming mobility 

to  be constant)  

d 

9 
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In Equation 10 Z ( E )  denotes number of possible states pe r  unit volume. 

The average conductivity f rom x =  0 to  x =  P is then given by 
~ 

a J 3 -'-' 

, F o r  a film of thickness l e s s  than the ba r r i e r  field depth ( 1 ) some con- 

clusions can be drawn of the effect of varying film thickness upon measured 

(ave rag e ) conductivity . 

I 

As the thickness of a film is increased, the average value of 

v d  ( x )  influencing the transit ion probability of a charge c a r r i e r  to  the 

conduction band at the crystall i te interfaces is decreased. 

equilibrium c a r r i e r  concentration (hence conductivity) is  then grea te r  

for  thicker films. 

exponential function of v d  (x), it i s  then logical that conductivity increases  

exponentially with film thickness. 

film of depth dimensions no grea te r  than maximum ba r r i e r  depth 

(-3500 A). 

The average 

Since c a r r i e r  concentration is dependent upon an 

This dependency is only in effect for  

That  par t  of the film which is not influenced by the surface charge 

field ( x > I ) , will exhibit conductivity character ized by donor density, 

t empera ture ,  crystall i te s ize  and availability of grain interface conduction 

paths.  

of conductivity upon ambient oxygen. It is possible that some inter-  

crystal l i te  voids would contain a small  amount of oxygen as shown in 

Figure 4. 

This par t  of the film should show only the slightest dependency 

It is  then expected that a s  film thickness is increased up to  the 

surface charge field depth, the conductivity would increase  exponentially 

with film thickness.  

approach asymptotically a maximum conductivity; this conductivity is 

F o r  thicker films the conductivity would begin to 

11 



the conductivity expected of polycrystalline zinc oxide f ree  of surface 

oxygrjn. Recent data obtained in  this laboratory on films up to  10,500 

angstroms thick indicate that this process  does indeed take place. 

TIME RATE CHANGE OF CONDUCTIVITY 

The t ime rate  change of conductivity ( T R C2 ) is examined in 

a 730 angstrom zinc oxide film at 10 and 20 seconds af ter  commencement 

of irradiation and for  10 and 20 seconds after cessation of irradiation. 

These measurements  were made for both 3650 angstroms and 4350 

angstroms irradiation. 

Figures  5 and 5a show T R C 2  as a function of film temperature  

for the degradation and recovery phases respectively. 

3650 angstroms was used in Figure 5. 

as a function of film temperature;  4350 angstroms is the spectral  level 

of irradiation. 

Irradiation of 

F igures  6 and 6a show T R C2 

All of the above curves,  in general, show increased T R C2 fo r  

elevated temperature .  

t o  t ime under the integral  results'" in 

F r o m  Equation 11 differentiation with respect  
.b 

- 
Fro* Equation 12 it can be seen that f o r  E t v d ( x )  > Ef  , u wi l l  increase  

with increasing temperature ,  i f  c a r r i e r  equilibrium has  not been reached. 

.l. -a- 

In making this differentiation under the integral ,  it is assumed that the 
integrand and its first derivative a r e  continuous over the limits of inte- 
gration. 

12 
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In the F igures  5, 5a, 6 and 6a only a temperature  dependency 

The temperature  data was taken in increments of t rend is indicated. 

25"  C and hence the point density is not enough to  reveal  definite s t ructure .  

In  Figures  5a, 6, and 6a i t  is seen that the rate  process  is reduced 

considerably in  the 50 O C to  75"  C temperature  range. 

is a maximum in the 50 O C to  75 " C range and a minimum in  the 50 O C to  

Evidently there  

100 C range. 

does not a r i s e  f rom a change in the energy band s t ructure  of the model 

since the reduction of energy gap from valence o r  donor levels t o  the 

conduction band is monotonic with increasing temperature .  

that  in Figure 5 no such behavior is apparent is noted; however, the 

significance is  not, at this point, understood. 

This behavior does not have an obvious explanation; it 

The fact 

A totally unsubstantiated possibility is  that the T R C2 data could 

resul t  f rom formation of 0- -  becoming dominant in  the 50 C to  100"  C 

range. The response to 3650 angstrom irradiation might not show this 

effect since c a r r i e r s  can be excited directly to  the conduction band. 

It can be seen f rom the above f igures  that the slow photoresponse 

does occur  a t  a rate  approximately one o rde r  of magnitude grea te r  fo r  

the 3650 angstrom irradiation when compared to the 4350 angstrom 

irradiat ion.  

ra tes .  

This comparison also holds for the respective recovery 

The difference between the 10 and 20 second ra tes  is only ap- 

preciable  in  Figure 5a. 

necessary  t o  establish the dominance of the slow process  when the 

desorption of oxygen is  m o r e  complete. 

that  donor occupation i s  probably reduced in  the more severe  degradation 

p rocess .  

This indicates that a longer period of t ime is 

This is  reasonable considering 

17 



VOLUNTARY PRESSURE RESPONSE 

There  i s  a slight change in energy structure of the ZnO model 
9 due to ambient pressure .  According to Bube , this relation is  

= EG(P=O) t y p  
EG 

where 

EG - energygap  (eV)  

y - slope of EG versus P (eV) 

P - pressure  (atm) 

Gamma ( y )  is on the order  of one microelectron volt per  at-  

mosphere.  Considering Figure 7,  the magnitude change could not be 

attributed to  the above p res su re  dependency. 

response is  attributed to absorption of oxygen. 

The major  portion of this 

In Figures  8 and 9 a cursory  examination of recovery of a degraded 

(3650 angstrom) ZnO film (730 angstrom) a s  a function of incremental  

p re s su re  increase is given. 

of lo-’ t o r r  to atmosphere. 

over  the p re s su re  range of 

the normal  recovery seen in  high vacuum). 

of recovery rate occurs at  1 X 

molecular flow. 

p re s su res  thereafter.  

increasing p res su re  beyond the 50 micron level, contrary to  the action 

in  Figure 8.  It might be argued that the saturation point (urn) i s  being 

approached, and this doubtless has  some effect. However, extension 

of the curve at any level shows that this is  not entirely the case.  

this extrapolation it appears that doubling the pressure  w i l l  not reduce 

by half the recovery t ime to a given recovery level. This observation, 

along with the observation that noticeable increase of recovery begins 

The pressure  increments cover a range 

In Figure 8 it is apparent that recovery 

to 5 X  torr  is  negligible (aside f rom 

An appreciable increase 

to r r ;  this is about the lower l imit  of 

The rate of recovery increases  rapidly for higher 

In Figure 9,  the ra te  process  decreases  with 

F r o m  

18 
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where molecular flow ends on the p re s su re  scale,  indicates a possibility 

that the sticking factor of oxygen to zinc oxide is not high. 

is important that the oxygen to  be absorbed remains in the vicinity of 

the ZnO surface for  a minimum amount of t ime.  

It evidently 
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CONCLUSIONS 

An intrinsic parameter  (conductivity) has  been found to behave 

a s  an extrinsic parameter  over a limited range of film thickness. 

physical concept of the film structure is presented with the contention 

that conductivity in  polycrystalline zinc oxide films i s  stratified. The 

justification for the stratification approach is given as the existence 

of sealed grain interfaces and the resultant decrease of the diffusion 

potential, V d ( x ) ,  as a function of distance from the film surface. 

A 

Some observations on time rate change of conductivity and in- 

cremental  p re s su re  response a r e  inconclusive. 

2 3  
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